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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

.

Geochemical
Lab Report

BROHN MINING CORP,
MR+ JIM BARRON
P.0, BOX 483

DEADROODs SD
57732




e Bc WW
12980 West Cedar Dr.

Lakewood, Colorado 80228 v o " : Lab
anm BONDAR-CLEGG

REPORT: 098-1110 ( CONPLETE )

REFERENCE INFO! NOME LISTED

CLIENT: BROHM MINING CORF,
PROJECT: NONE LISTED

SUBNITTED BY: J. BARRON
DATE PRINTED: 5-0CT-88

RENARKS: FINAL RESULTS ARE REPORTED.

NUMBER OF LONER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR

1 A Gold 52 0,002 OPT Fire Assay

2 M Gold 3 0.002 OPY Fire Assay

I A Gold 1 0,002 OPT Fire fcsay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
I DRILITCORE™ 52 A kY4 —_ASEaY FIRF Y4
Saarle Pickur 1

2 ORI SEPARATE ASSAY RESULTS ARE REPORTED FOR

SOME SAMPLES.

REPORT COPIES TO: MR. JIM RARRON
NR. JIN BARROM

INMVOICE TO: MR. JIN BARRON
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. 5 4
Lakewood, Colorado 80228 » m Lab Report
P BONDAR-CLEGG

REPORT: 098-1110 PROJECT: NONE LISTED PAGE 1

SAMPLE ELENENT  Au Au Ay SANPLE ELENENT  Au Au Ay

NUMBER UNITS  OPT  OPT  OPT NUNBER UNITS  OPT 0FT  OPT

02 R88-453-0-5 0.095 0.434 0.451=,/2 7 D2 R88-453-200-205 0,074

D2 RE8-453-5-10 0,105 D2 RE8-453-205-210 0,015

D2 R8S-453-10-15 0,033 12 R88-453-210-215 0,026

D2 RE8-453-15-20 0,068 D2 RES-453-215-220 0,050

12 R88-453-20-25 0,010 D2 R88-453-220-225 0,024

12 R88-453-25-30 9,012 D2 RE8-453-225-230 0,015

D2 R88-453-30-35 0,023 D2 RE8-453-230-235 0,012

D2 RBS-453-35-40 0,045 D2 RE8-453-235-240 0,014

D2 R88-453-40-45 0,010 D2 R88-453-240-245 0,013

D2 R8S-453-45-50 0,013 D2 REB-453-245-250 0,014

12 RB8-453-50-55 0.010 D2 R88-451-250-255 0.010

D2 R88-453-55-60 0.014 D2 R88-453-255-260 0,015

D2 RBS-453-60-65 0,019

D2 RBB-453-65-70 0,022

D2 R8S-453-70-75 0,034

D2 RBE-453-75-80 0,042

D2 RE8-453-80-85 0,006

12 R8-453-85-90 0,055

D2 R8S-453-90-95 0,030

D2 RBS-453-95-100 0,042

02 RB8-453-100-105 0,026

D2 R8S-453-105-110 0,030

D2 REB-453-110-115 0,048

D2 REB-453-115-120 0,011

D2 RE8-453-120-125 0,014

D2 RBB-453-125-130 0,017

D2 R8B8-453-130-135 0,012

D2 RES-453-135-140 0,028

D2 RE8-453-140-145 0,044

D2 ReB-453-145-150 0,026

D2 RE8-453-150-155 0,045

D2 RES-453-155-160 0,040

D2 REB-453-160-145 0,098

D2 R8-453-145-170 0,138

D2 RES-453-170-175 0,056

12 RE8-453-175-180 0,045

D2 R88-451-180-185 0.4 032 =.41%8

D2 R88-453-165-190 0,178

D2 R88-453-190-195 0,136 0,504 =, 4Z0

D2 REB-453-195-200 0,139
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Invoice © 12943y FPage |
RROMM MINING CORF.

MR. JIM BARRON Date + 12-0CT-88
P.0. ROX 485

DEADWOOD, SD Rerort Hol 091-1110
S732 ProJect + NONE LISTED

Reference) NOME LISTED

Bondar-Clegg, Inc.
12980 West Cedar Dr.
1 _ : Lakewood, Colorado 80228
o (303) 9894404
BONDAR-CLEGG :

3 Angluses of Gold gt £ 0,00 ¢ 0,00
1 Anzlyses of Gold st $ 0,00 ¢ 1,00
Subtotzl t 0.00 ¢ 0.00
(AN
‘¢ 52 nalyses of 6old 2t d 6,508 138,00
Subtotsl ¢ 338,00 & 338,00
Szarle Preraration
52 Semrles of Assay Presr at § 3,00 8 154,00
1 Saarle of Samrle Fickus at $12,00 ¢ 12,
) Suldotal $ 168,00 § 14R,00
Niscellaneou; Chardes
4% 8.0, STATE SALES TAX ' 4.44
2% DEADMOOD CITY SALES TAX $ 2.3
Suiritotal H .96 % £,95
Invoice Totel! ¢ 512,94 U.8.
b e e -yYs, (¢ — 2C@\
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

—

Geochemical
Lab Report

BROHM MINING CORF,
MR+ JIM BARRON
P.0. ROX 485

DEADMOODy SD
37732




Bondar-Clegg, Inc.
12980 West Cedar Dr. Geochemical
Lakewu,Coorao 302 : BC Lab Report

R ‘ BONDAR-CLEGG
REPORT: 098-1148 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED RY: J. BARRON
PROJECT: GILY EDGE DATE PRINTED: 10-0CT-88
NUSRER OF LOMER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 45 0.002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 45 2 -150 45 Assay Prer 45
Saarle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM RARRON INVOICE TO: MR. JIN BARRON
MR, JIN BARRON




e T Geochemical
12980 West Cedar Dr.
e BT b Repor
S o BONDAR-CLEGG

REPORT: 098-1148 PROJECT: GILT EDGE PAGE 1

SANPLE ELEMENT Ay SAMPLE ELEMENT Au

NUMBER UNITS OPT NUMBER UNITS oPT

D2 R88-453-260-245 0,019 D2 R88-4531-450-445 0.020

D2 RB8-453-245-270 0.017 D2 RB88-453-445-470 0.013

D2 RB8-453-270-275 0,013 D2 RB8-453-470-475 0.007

D2 R88-453-275-280 0.041 D2 RB8-453-475-480 0,006

02 R88-453-280-285 0,033 D2 R88-451-480-485 <0.002

D2 R88-453-285-290 0,020

D2 R88-453-290-295 0,018

D2 R88-453-295-300 0,018

D2 R88-453-300-305 0.016

D2 R88-453-305-110 0,021

02 RB8-453-110-115 0.019

D2 RB8-451-315-320 0.018

D2 R88-453-3120-325 0,021

P2 RB8-453-325-110 0.020

D2 RO8-453-130-33S 0,015

D2 R88-453-335-140 0,022

D2 R88-453-340-345 0,032

D2 RB8-453-345-150 0,010

D2 R8B-453-350-355 0,029

D2 RBB-453-355-140 0,018

D2 R88-453-340-345 0,012

D2 RB8-433-3465-370 0.01%

D2 R8B-453-370-375 0,015

2 RB88-453-375-180 0.014

D2 R88-453-380-185 0,012

D2 RBB-451-185-3%0 0.022

D2 R88-453-190-195 0,021

D2 RB8-453-395-400 0.009

D2 R88-453-400-405 0,003

D2 RB8-453-405-410 0,004

D2 RB88-453-410-415 0,012

D2 RBB-453-415-420 0.021

D2 R88-453-420-425 0.014

D2 RB8-453-425-410 0.027

D2 RB8-453-430-435 0,022

D2 RO8-453-415-440 0,012

02 R8B-451-440-445 0,007

D2 RBB-451-445-450 0.004

D2 R8B-453-450-455 0,012

D2 RB8-453-455-440 0,029




Bondar-Clegg, Inc.

12980 West Cedar Dr.

; Lakewood, Colorado 80228

" ’ (303) 989-1404

- - . -
Invoice 1§ 12935, Pase |
BROKM HINING CORP,
MR, JIM BARROM Date + 17-0CT-82
P.0. BOX 485
pEADUOCD, SD Revart Mol 098-1148
57732 ProJect ! GILT EDGE
Ref'erence! MONE LISTED
45 Analvses of Guld at ¢ 6,50 ¢ 292,50
Subtotal § 292,50 ¢ 292,50
Saarle Prereration
45 Saerles of fAssay Pree et ¢ 3,008 135,00
1 Ssarle of Sasrle Pickur et 812,00 ¢ 12,00
]

t 147,00 ¢ 147,00

Hiscellaneous Chiarges

4% 8.0, STATE SALES TAX $ 1,08
2% DEADWOAR CITY SALES TAY H 2.04
Suhtotal $ .17 ¢ 812
Iiwoice Total! $ 445,42 U.5.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BROHN MINING CORP.
MR, JIN BARRON
P.0. BOX 483

DEADNOOD, SD
7732




12980 West Cedar Dr. , 3
Lakewood, Colorado 80228 : Lab Report

(303) 9894404

BONDAR-CLEGG
REPORT: 098-1111 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SURMITTEDR BY: J. RARRON
PROJECT: GILT EDGE DATE PRINTED: 10-0CT-88
NUMBER OF LOWER
ORDER ELENENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOR
1 fu Gold 60 0.002 OPT Fire Assav
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 &0 Aszay Prep 60
Excessive Wetness 1195
Sasrle Pickur 1
REMARKS: FINAL RESULTS ARE REPORTED,
REPORT COPIES TO: MR. JIM BARRON INVDICE TO: MR. JIM BARRON

MRS ST BARRON




Bondar-Clegg, Ic Geochemical
12980 West Cedar Dr.
SR BONDAR-CLEGG
REPORT: 098-1111 PROJECT: GILT EDGE PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS oPT NUMBER UNITS oPT
D2 RB8-453-485-4%0 0,023 D2 R88-453-485-690 0.01%
D2 R88-453-490-495 0,024 D2 RBB8-453-690-495 0.024
D2 R88-453-495-500 0.021 12 R88-453-695-700 0.045
D2 R88-453-500-505 0,015 2 R88-453-700-705 0.058
D2 R88-453-505-510 £0,002 02 R88-453-705-710 0.043
D2 RB88-453-510-513 0,025 D2 RB88-453-710-715 0,059
D2 RBB-453-515-520 <0.002 D2 RB8-453-715-720 0,028
2 R88-453-520-525 0.024 D2 R88-453-720-725 0.039
D2 R88-453-525-530 0,023 02 R88-453-725-730 0,030
D2 RB88-453-530-535 0.01% 2 RB8-453-730-735 0,024
D2 R88-453-535-540 0.018 D2 R88-453-735-740 0.044
D2 R88-453-540-545 0,068 D2 R88-453-740-745 0.017
D2 R88-453-545-550 0.023 D2 R88-453-745-750 0.038
D2 RB8-433-550-555 0,036 D2 R88-453-750-755 0.049
2 R88-453-555-560 0.114 P2 R88-453-755-760 0,028
02 RB8-453-560-565 0.049 D2 R8B8-453-760-7465 0,044
D2 RB88-453-565-570 0.045 D2 R88-453-745-770 0,024
D2 RB8-453-570-575 0.029 D2 R88-453-770-775 0,031
D2 R88-453-575-580 0.026 D2 R88-453-775-780 0,015
D2 RB8-433-580-585 0,023 02 R88-453-780-785 0.023
D2 R88-453-585-590 0.0%9%
D2 RB8-453-590-595 0.074
D2 RBB-453-595-400 0.094
D2 RBB-453-600-605 0,042
D2 RB8-453-405-610 0,139
2 R88-453-410-615 0,031
D2 RBB-453-615-620 0,024
D2 RB88-453-620-4625 0,024
P2 R8B-433-625-430 0,019
D2 R88-453-430-4635 0.029
D2 R88-451-635-640 0,028
D2 RBB-453-640-4645 0,015
D2 R88-453-645-650 0,027
D2 R88-453-450-455 0.068
D2 R88-453-855-5660 0,036
D2 R8B-453-660-665 0.047
D2 R88-453-685-470 0,022
D2 RBB-453-670-475 0.026
D2 R88-453-875-430 0.024
D2 RB8-453-480-685 0.028




- . . Lakewood, Colorado 80228
(303) 989-1404
e -
Invoice | 12938y Page !
RROHN MINING CORF,
HR. JIM BARRON Date ¢ 12-0C7-88
P.0. ROY 485
DEADMOOD, SO Rerort Mol 098-1111
87732 Pradect ! GILT EDGE
Refwrenced NOME LISTED
LA
40 Aneluses of Gold at § 4,508 390,00
Subtotsl $ I90.00 & 390,00
Searle Frepiretion
50 Saneles of Assay Pres at ¢ 3,00 ¢ 180.00
1195 Samplos of Excescive Wethess st $ 0,15 ¢ 179.25
1 Saarle of Saarle Pickur at 812,00 ¢ 12,00
Sutstotel ¢ I71.28 ¢ I
Hiscellanegus Cherges
4% 5.0, STATE SALES TaX ¢ 12.45
2% DEADMOOD CITY SALES TAX 4,22
Suhilotal 18,47 % iR.47

Invoice Totsl!

THISISA

- 1 1 1

PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BROHM NINING CORP.
HR. JIN BARRON
P.0. BOX 485
DEADMOOD, SD
7




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report

(303) 989-1404 ) -

BONDAR-CLEGG
REPORT: 098-1112 ( COMPLETE ) REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SUBMITTED RY: J. BARRON
PROJECT? GILT EDGE DATE PRINTED: 4-0CT-88
NUMBER OF LOMER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 M Gold 8 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 8 2 -150 8 Assay Prep 8

Excessive Wetness 248

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIN BARRON
MR, JIM BARRON




Boodar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report

(303) 989-1404 e

. "\ BONDAR-CLEGG
REPORT: 098-1112 PROJECT! GILT EDGE PAGE 1
SANPLE ELENENT  Au
NUSBER UNITS 0T
02 REB-453-785-790 0,073
02 RE8-453-750-795 0,029
12 R83-453-795-800 0,013
D2 REE-453-800-805 0,022
02 R88-453-805-810 0,012
D2 FB8-453-810-815 0,012
12 R88-453-815-820 0,012

02 R88-453-820-825 0.009




13 Bondar-Clegg, Inc.
12980 West Cedar Dr.
. - Lakewood, Colorado 80228
i ) (303) 989-1404
.i‘d“' ) . g »
«
Invoice ¢ 12985: Pese !
BROHN MINING CORP.
¥R, JIN RARROM Date ' 12-0CT-88
P.0. BOX 485
DEADUOODs SD Rerort Mol 098-1112
7732 ProJdect © BILY EDGE
Refcrences NOME LISTED
8 fnelusos of Gold at $ 4,50 ¢ 2,00
Sultotal $ 52,00 ¢ S2.00
Saarle Preruration
8 Scerles of Aszay Prep 2t $ 3.00¢ 24.00
248 Samrlos of Excessive Wetnecs st $0.,15¢ 37.20
Subtotal $ 41,20 ¢ 41,20
Miscellaneous Chardes
4% 5.0, STATE SALES TAX $ 2.13
2% DEADWOOD CITY SALES TAX $ 1.06
Sublotal ] 3,19 ¢ 19
Invoice Total! ¢ 116,39 U.8.
/ , [*-. Y = ‘ e _ : = ‘\
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THIS IS A PROFESSIONAL SERVI -
ACCOUNTS DUE WHEN RENDERED
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“IITL? 95-10~-88 ©9:48:07 698-1110 J. BARRON
"CLIENT BROHM MINING CCRP.
"PROJECT NONE LISTED #SAMPLES:
"SPECIAL VALUES"

“ IS Insufficient Sample"”

" -9 No Value Recorded"

19/09/88"
"

52 REFERENCE: NONE LISTED "

" Values above the upper limit are shown as -+uplimt”

" Values below the lower limit are shown as -=lolmt (ie not detected)"
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" 01 Au FA OPT 52 0.002 99.999 Results Reported "

" @02 Au FA OPT 3 0.002 99.999 Results Reported "

" 93 Au FA OPT 1 0.002 30.000 Results Reported "

"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
" 41 P1l7= 52

" 42 P23= 1
"REMARKS"

" 50 FINAL RESULTS ARE REPORTED. "
" B81 2 OR 3 SEPARATE ASSAY RESULTS ARE REPORTED FOR "
" 52 SOME SAMPLES. "

LIS 2% 0 2% o}

"FORMAT (A8,1X,A1,A1,1X,A20,3(1X,A7,A2))"

ORILL CORE "
Assay Prep "
Sample Pickup "

"BEGIN " "Type'" "Frac" "Sample ID" " Au" " Au" " Au"
"11100001" "D" "2" "R88-453-0-5 " 0.095— ©.134 0.151 (.12? Av)
"11100004" "D" "2" "RB8-453-5-10 " 0.105 — -9 -9

"11100005" "D" "2" “R88-453-10-15 " 0.033 — -9 -9 0- 90
"11100006" "D" "2" "R88-453-15-20 " 0.068 — -9 -9 ,
"11100007" "D0" "2" "R88-453-20-25 " 0.010- -9 -9 Fo'@ .053
"11100008" "D" "2" “RB8-453-25-30Q " 0.012- -9 -9

“11100009" "D" "2" "R88-453-30-35 " 0.023— -9 -9

"11100010" “D" "2" "R88-453-35-40 g 0.045— -9 -9 |
"“11100011" "D" "2" "R88-453-40-45 " 0.010- =9 -9 |
“111Q0012" "D" "2'" "R88~453-45-50 L 0.013 -9 -9 |
"11100013" "D" "2" "R88-453-50-55 " 0.010 -9 -9

“11100014" "D" "2 "RB88-453-55-60 " 0.014 -9 -9

11100015 "D" "2" "R88-453-60-65 “ 0.019 -9 -9

"11100016" “D" "2" "RBB8-453-65-70 m .92 =) =9

“11100017" "D" "2" "R88-453-70-75 " 0.034— -9 -9 65- 1S
"11100018" "O" "2" "R88-453-75-80 " 0.042— -9 -9

"11100019" "D" "2" "R88-453-80-85 " 0.006- -9 -9 Sbﬁg,a;4
"11100020" "D" "2" "R88-453-85-90 “ 0.055— -9 -9

"11100021" "D" "2" “R88-453-90-95 " 0.030— -9 -9

"11100022" D" "2" "RBB-453-95-100 " 0.042— -9 -9

"11100023" "p" "2" "R88-453-100-105 " 0.026 — -9 -9

"11100024" "D" "2" "R88-453-105-110 " 0.030— -9 -9

“11100025" "D" "2" "R8BB-453-110-115 " 0.048— -9 -9

"11100026" "D" "2" “"R88-453-115-120¢ n B.013 =g g

"11100029" "D" "2" "R88-453-120-125 " 0.014 -9 -9

“11100030" "D" “2" "RBB-453-125-130 " .017 -9 -9

"11100031" "D" "2" “R88-453-130-135 " 0.012 -9 -9

"11100032" "p" "2" "R88-453-135-149 " 0.028— -9 -9

"11100033" "D" "2" "R88-453-140-145 " 0.044 — -9 -9 I3g-225
“11100034" “p" "2" "R8B8-453-145-150 " 0.026— -9 -9 )
"11100035" "Dp" "2" "R88-453-150-155 " 0.046— -9 -9 goe /04
"11100036" "D" "2" “RB8-453-155-160 " 0.040— -9 ~9

*11100037" "D" "2" "R88-453-160-1665 “ 0.098 — -9 -9

“11100038" "p" "2" "R88-453-165-170 " 9.138— -9 -9

"11100039" "D" "2" "R88-453-170-175 " 0.056— -9 -9

“11100046" "D" "2" "RB88-453-175-180 " 0.045 — -9 -9

"11100041" "D" "2" "R88-453-180-185 " 0.444— ©.392 —9(,4/34")
"11100042" "D" "2" "“RB88-453-185-190 " 0.178— -9 -9

"11100043" "D" "2" “"R88-453-190-195 " 0.336— ©.504 -96420””)

“pt "2 "R88-4563-195-200

"11100044"



"11100045"
"111900046"
11108047
"111006048"
*11100048"
“11100050"
"11100051"
"111000564"
"11100055"
"11100056"
"1110@057"
"11100058"
IIENDII

llDll
lIDH
IIDII
IlDlI
OIDII
IIOII
IlDll
llDll
HOH
IIDII
IIDIl
UIDII

lI2lI
I'2Il
ll2l|
”2”
ll2|l
ll2ll
Il2ll
Il2|l
II2II
II2II
ll2|l
Ilzll

"REB-453-200-205
"R88-453-205-210
"R88-453-210-215
"R88-453-215-220
"RB8-453-220-225

"RBB8-453-225-230
"R88-453-230-235
"RBB-453-235-240
"R88-453-240-~-245
"R8B88-453-245-250
"R88-463-250-2565
"R88-453~265-26¢

" 0.074 — -3 -9

" 0.015- -9 _9  135-22S
" 0.026 — -9 -9 ,

" ¢:050 — -9 -5 o @./04
n 0.024 — —9 _9 [
T 0.015 e "y

" 0.012 -3 -9

" 0.014 -9 -9

" 0.013 -9 -9

" 0.014 -9 -9

" 0.010 -9 -9

" 0.015 -9 -9




"TIYLE M-10-88 09:48:46 098-1148 J. BARRON

"CLIENT BROHM MINING CORP.

"PROJECT GILT EDGE #SAMPLES: 45 REFERENCE:

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" VYalues below the lower limit are shown as
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

Q1 Au FA OPT 45 ©.002 99.999
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 45 Assay Prep

" 42 P23= 1 Sample Pickup
"REMARKS"

" 5@ FINAL RESULTS ARE REPORTED.

ok NN w1y

"FORMAT (A8B8,1X,A1,A1,1X,A20,1(1X,A7,A2))"
"BEGIN " "Type" "Frac" "Sample ID"
"11480001" "D" "2" "RB8-453-260-265 "
"11480002" "D" "2" "R8B-453-265-270 i
"11480003" "D" "2" "R88-453-270-~-275 u
"11480004" "D" "2" "R88-453-275-280 "
"11480005" "D" "2" "RBB8-453-280-285 "
"11480006" "D" "2" "R88-453-285-290 4
"11480007" "D" "2" "R88-453-290-295 v
"“11480008" "D" "2" "R88-453-295-300 "
"11480009" "D" "2" "R88-453-300-305 "
"11480012" "pD" "2" "R88-453-305-310 "
"11480013" "p" "2" "R88-453-310-3165 h
"11480014" "D" "2" "RB8~-463-315-320 "
"11480015" "p" "2" "R88-453-320-325 o
"11480016" "D" "2" "RB8-453-325-330 H
"11480017" "D" "2" "RB88-453-330-335 "
"11480018" "D" "2" "R88-453-335-340 "
"11480019" "D" "2" "R88-4653-340-345 "
"11480020" "D" "2" "R88-453-345-350 "
11480021" "D" "2" "RB8-453-350-355 !

21/e9/88"
"

NONE LISTED

+uplimt”

-~lolmt (ie not detected)"

COMMENTS"
Results Reported

"11480022" "D" "2" "R88-453-355-360 v
"11480023" "D" "2" "RB8-453-360-365 "
"11480024" "D" "2" "RBB-453-365-370 "
"11480025" "D" "2" "R88-453-370-3765 "
"11480026" "D" "2" "RB88-453-375-380 "
"11480027" "D" "2" "RB8-453-380-385 o
"l11480028" "D" "2" "R8B-453-385-390 "
"11480029" "D" "2" "RBB-453-390-395 "
"11480030" "D" "2" "RB8-453-395-400 "
"11480031" "D" "2" "R88-453-400-405 s
"11480032" "D" "2" "R8B-453-405-410 "
"11480033" "D" "2" "R88-453-410-415 "
"11480034" "D" "2" "R88-453-415-420 i
"11480037" "D" "2" "R8B-453-420-425 k!
"11480038" "D" "2" "R88-453-425-430 "
"11480039" "D'" "2" "RB88-463-430-435 !
"11480040" "D" "2" "RB8-4653-435-440 !
"l11480041" "D" "2" "R88B-453-440-445 "
"11480042" "D" "2" "R88-453-445-450 "
"11480043" "D" "2" "R88-453-450-455 .
"11480044" "D" "2" "R88-453-455-460 "
"11480045" "D" "2" "R88-453-460-465 "
"11480046" "D" "2" "R88-453-465-470 "
11480047" "D" "2" "R88-453-470-475 !
111480048" ""p" nvwouw npal. _453-475-480 "



"11480049"
IIENDII

HDII

ll2|l

"R8B8-453-480-485

-0.002



B

"TITLE 10-10-88 11:16:57. 698-1111 J. BARRON 23/09/88"
"CLIENT BROHM MINING CORP. "
"PROJECT GILT EDGE #SAMPLES: 60 REFERENCE: NONE LISTED "

. "SPECIAL VALUES"
“ IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"”

" Values below the lower limit are shown as =lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNIXI #SAM LOLMT UPLIMT COMMENTS"
" 21 Au Fa OPT 60 ©.002 99.999 Results Reported "
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE "
" 41 P17= 60 Assay Prep "
" 42 P64=1195 Excessive Wetness "
' 43 P23= 1 Sample Pickup "
"REMARKS"
“ 6@ FINAL RESULTS ARE REPORTED. "
ok e w
"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A2))"
"BEGIN " “"Type" "“Frac" "Sample ID" " A"
“*i11100@01" "D" "2" "R88-453-485-490 " 0.023—
"11110002" “D" "“2" "R88-453-490-495 " 0.024—
"11110005" "“D" "2" "R88-453-495-500 " 0.021—
"111100606" "D" "2" "R88-453-500-505 " 2.015-
"11110007" “D" "2" "R8B-453-505-510 " -0.002-
“1i1110008" "“D" "2" "RB8-4653-510-516 " 9.025 —
"11110009" "D" "2" "RBB8-453-515~520 " ~0.002"
"1111e010" "“D" "2" "RB88-453-520-525 " 0.029 —
"11110011" "D" "2" "RBB-453-525-530 " 0.023—
"11110012" "D" "2" "R88B-453-530-535 ! 0.019-
- "11110013" "D" "2" "RBB-453-535-540 " ©.018-
l "11110014" "D" "2" "RB88-453-640-~545 " 2.068 —
| "111100@15" "D" "2" "R88-4653-545-550 " 0.023 —
"i1111e0016" "D" "2" "R8B-453-550-555 " 0.036 —
' “11110017" "D" "2" "RBB-453-555-560 " 0.114—
“11110018" “D" "2" "R88-453-560-565 " 0.069—
1 “11110019" “D" "2" "RB8-453-565-570 " ©.045—
- "1111@@20" "D" "2" “R88-453-570-575 . ©.029 —
"11110021" "D" "2" "R88-453-575-580 " ©.026 —
"1111@922" "D" "2" "R88-453-580-58%5 " .023 —
"1111@023" "D" "2" "R88-453-585-590 " @.096 —
"11116024" "D" “2" "R88-453-590-595 " 0.074 —
"11110028" "D" "2" "R88-453-596-600 " 0.094 —
“11110026'" "O" "2" "R88-453~600-605 " 0.042 —
"11110027" "D" "2" "RB88-453-605-610 " 0.139 —
“11110030" "D" "2" "RBB-453-610-615 " 0.031 —
"111190031" "D" "2" "RB88-453-615-620 " ©.024—
~ "1l111e032" "DO" "2" "RBB-453-620-625 " 9.026 —
"11110033" "D" "2" "R88-453-625-630 " 6.019-
"11118034" "D" "2" "R88-453-630-635 " 0.029 —
"1111@035" "D" "2" "R88-~453-635-64¢ " 0.028—
"11110036" "O0O" "2'" "R88-453-640-645 " 0.015-
"11110037" "D" "2" "RB88-~453-645-650 " 0.027 —
*11110e38" "p" "2" "RB88-453-650-655 " 9.068 —
"11110038" "D" "2" "R88-453-655-660 " 2.036 — |
"11110040" "O" "2" "RB88~453-660-665 " 0.0847 — ‘
"111106041" "D" "2" "“R8B-453-665-670 " 0.022 — !
1 "11110042" "“pD" "2" "RB88-453-670-675 " 2.026 —
- "11110@43" "D" "2" "R8B-453-675-680 " ©.024 — |
 “11110044" "D" "2" "R88-453-680-685 " 9.028 — |
11110045 "D" "2" "R88-453-685-690 " 0.019 — |
\

"11110046" "D" "2" "RB8B8-4653-690-695 " ©.024 —

T HonNQp! o N — - - "



"11110048"
"11116@4a9"
"1lil100@50"
"11l116051"
"1ll1i1ee52"
"11110055"
"lil110056"
"ll1l1ees57"
"11110058"
"li1110059"
"11110060"
"l1110061"
“l11110962"
"11110063"
"l1110064"
*lliieee6s5"
"11110066"
llENDII

lloll
IIDII
llDIl
IIDII
"D“
lIDll
llDll
IID!I
IIDll
IlDll
HDH
llDll
IIDH
IIOH
HDII
|ID|I
HDII

ll2|l
Il2ll
II2II
Il2l|
ll2“
ll2ll
II2“
ll2“
“2“
"2“
ll2ll
l!2!l
!l2ll
ll2|l
VI2II
ll2|l
Il2|l

"RB8~-453-700~705
"R88-453~705~-710
"RB8~463~710~715
"R88—-453~-715-720
"R88~453~-720~725
"R88~453~725~739
"R88~453~-730~735
"RB88-453-735~740
"RBB8-453~740-745
"R8B-453-745~-750
"R88-453-750-755
"RBB~-453-755~-760
"R88-453~760-765
"RBB8-453-765-770
"R88-453-770~-775
"RBB8~-453~-775-780
"R88-453-780-785

9.9058 —
@.043 —
®.059 —
©.028 —
2.039 —
©.030 —
©.026 —
@.046 —
@.0L17-
0.038 —
2.049 —
0.028—
0.044 —
®.026 —
©.031L—
$.015-
©.023 —




“TITLE ©4-10-88 10:38:31-098-1112
"CLIENT BROHM MINING CORP.
"PROJECT GILT EDGE
"SPECIAL VALUES"

" IS Insufficient Sample"”
" -9 No Value Recorded"”

" Values above the upper limit are shown as
" Values below the lower limit are shown as

#SAMPLES:

J. BARRON

8 REFERENCE:

"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT
" 01 Au FA oPT 8 0.002 99.899

"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
"oq1 P17=
" 42 P64=

1K K AN

8
248

ORILL CORE
Assay Prep

Excessive Wetness

"FORMAT (AB,1X,A1,A1,1X,A20,1(1X,A7,.A1))"
"Frac" "“Sample IOD"

"BEGIN " "Type"
“11120001" "D"

"11120002" D"

"11120003" “D"

"11120006" "D"

"11120007" "D"

"11120008" "0"

"11120009" “D"

“11120010" "D"

IIENDN

ll2ll
II2N
|I2ll
|12Il
II2|I
II2II
“2"
II2II

"R88-~453~-785-790
"R88-453-790-795
"R88~-463-795-800
"R88-~453-800~-805

23/e9/88"

+uplimt”

~-lolmt (ie not detected)"

COMMENTS"
Results Reported

"R88-453-805-810
"RBB8-453-810-~-815
"R88-453-815-829
"RBB8-453-820-825

NONE LISTED

-80%




2.1z
1.7
9.36

g9
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Contractor Lo Coordinates 119 Project Gry o 5 Hole No._ 228 ~ '/5—3
Drill Type Casing Depth State Sb Shcot.l_o'_.i_
Hole Size Bearing Inclination___ 70 Date Started 7:/5 &% Property bng Cose
7/
Collar Elev. Final Depth §zo Date Completed 7+ /5 ¢ J Hole Surveyed i
; GRAPHIC LOGS oty GEOLOGIC NOTES
Q
% 3|ALTERATION; greved 1 & § ez | 3 DESCRIPTION MINERALIZATION
- e D™ x - -
2= o ; 3 3 " s | £ |ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, g S ASSAY
o v 8 ” - w Massive, Disseminated,
. » a 2 GRAIN SIZE, FRAGMENT SIZE Veintin, Replacement M | M
Il ol? o - 5 Téo = Y70 TRACUYTE FoBPHyRy D= 205 OX(DE Z-3% ererl
] .g,TL £- 1% 7<-/u Lr- 1% &£&x by MO
(5 -20) £r-1% jaecii 2:-3%
/&1 4
Zo-25 {20 - ‘/O') ’-2% IMIL.L
(Yo -45) ¢r -/% /M'n'i
¥5-So
(65150 ) [-2% jomepta
%-75 Zr-1% feOr ¢ VanOx .
95- 100
I J20- 125
145 -1%
(150~ 165) I-2 /¢_1n-)4"/~{b »
1-2% leOx _ ¢r IMOx
(1S~ /85) 2 -3% jere Tl 1-2%
1%-175 FeOp

DRILL CUTTING LOG

Logged by:
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Contractor

Coordinates Project - Hole No. ‘58 - §/53
Drill Type Casing Depth State srsul_z_.oli
Hole Size Bearing Inclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
_ GRAPHIC LOG ey GEOLOGIC NOTES
2 =|ALTERATION: seevene| _ " z T
<3 sl 28 5 § $3 .| @ DESCRIPTION MINERALIZATION
g - °3 3 o5z 2| £ |ROCK TYPE MINERALOGY, ALTERATION, TEXTURES, - g xes ASSAY
o - " - w assive, Disseminated,
5 8 R 3 GRAIN 8IZE, FRAGMENT SIZE Veintii, Replacement Av As
05-1 %o Tép —
UEs —[5) 1-2 Y joneiile , 4 Lok
HS- %0 (195-205) 2-3% oot 1-2%
fcOx 4 MO )
(Zes -2e00) 3-5% wlty cla. 205 ~225 Muxép 3% avgec
G Lr -2 f/.: J; SL
220-225
2zs — 320 Swhipe  /-3% 25
2Y5- 250
270-275
295- 309
%70- 529
2
111 G R

DRILL CUTTING LOG

Logged by:






